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INVISIBLE Nano-coating Tech SCREEN PROTECTOR

& Coating Particle Size Test:

(a) Dynamic Light Scattering (DLS)
Particle size: below 10 nm
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DLS (particle size test)

(b)Transmission Electron Microscopy (TEM)
Particle size: c.a. 20-30 nm

800KV 8 X4BK 288n:

TEM (particle size test, Formvar-Covered Carbon-Coated Copper)
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